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1. INTRODUCTION 

Pursuant to Basic Ordering Agreement Number 16-890056-96, Parametrix, Inc., in 
association with Science Applications International Corporation (SAIC), is conducting a Site 
Hazard Assessment (SHA) of the Advance Electroplating facility, located at 9585 Eighth 
Avenue South in Seattle, Washington. The purpose of the SHA process is to gather 
sufficient information on actual or potential environmental or public health hazards for the 
Washington State Department of Ecology (Ecology) to rank the facility by the Washington 
Ranking Method (WARM). The SHA process does not include extensive or complete site 
characterization, contaminant fate determination, or qualitative risk assessment. 

This report provides a description of the Advance Electroplating facility and presents the 
results of the assessment. Included are descriptions of the site background (Section 2), 
objectives and scope of work (Section 3), sampling plan (Section 4), results and discussion 
(Section 5), and references (Section 6). 

The appendices section at the end of this report includes copies of the Site Hazard 
Assessment Data Collection Summary Sheets (Appendix A), Certified Analytical Results and 
Quality Assurance of Data (Appendix B), Drilling and Monitoring Well Logs (Appendix C), 
Groundwater Sampling Field Data Sheets (Appendix D), results of the geophysical and 
monitoring well surveys (Appendix E), and results of previous sampling at the site 
(Appendix F). 
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2. BACKGROUND 

2.1 SITE LOCATION AND DESCRIPTION 

The Advance Electroplating facility is located at 9585 Eighth Avenue South, in a industrial 
area of Seattle, Washington (Figure 1 - Site Location Map). The site topography slopes 
slightly to the east The Duwamish River is located approximately one mile to the east and 
northeast. The facility is bordered on the west by a vacant field, which formerly contained 
a truck farm. In recent years, this field was used to grow lettuce. 

There are three main buildings onsite: the zinc plating building, the old plating shop, and 
the new plating line building (Figure 2 - Site Map). The zinc plating building contains the 
zinc plating area, a stripping area, and a boiler area. The old plating shop contains a 
chrome plating area, a storage and inspection area, a polish area, a 1,1,1-TCE storage area, 
and the main office. The new plating line building contains several plating tanks and a 
waste storage area. Along the west portion of the property is a boiler room and four 
aboveground storage tanks. These tanks contain chrome waste, acid waste, caustic waste, 
and electroplating sludge precipitate. All plating areas and tanks are surrounded by 
concrete berms. 

Ecology files indicate there is a groundwater monitoring well in the vicinity of Eighth 
Avenue South and South 96th Street. The exact location of this groundwater monitoring 
well has not been confirmed. 

22 SITE OPERATIONS AND WASTE CHARACTERISTICS 

Advance Electroplating has operated at its current location since 1964. In a 1964 
application to the Water Pollution Control Commission for a Waste Discharge Permit, 
Advance Electroplating stated spent tank contents were discharged to a "neutralization pit" 
for treatment 

A Waste Discharge Permit authorizing the discharge of waste streams to surface waters was 
issued to Advance Electroplating in 1965. The permit specified "spoiled batches of 
chemicals .. . must be ponded or lagooned for neutralization" and "dip tank chemicals are 
to be disposed of on land." 

In 1969, operations at the facility primarily involved the plating of Kenworth truck parts, 
auto bumpers, aircraft, and miscellaneous parts. Sludges removed from treatment tanks 
were reportedly buried or sent to the dump. 

2 
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Hazardous waste disposal records for Advance Electroplating prior to 1972 are not 
available. Company officials report 100 to 150 55-gallon drums were removed from the site 
each year to an unknown location in eastern Washington by an unidentified waste hauler. 

From 1972 through 1981, hazardous wastes generated by the facility were disposed at the 
Western Processing site in Kent, Washington. Materials transported to this facility included 
zinc and copper cyanide wastes, waste chromic acid, and spent nickel strip. 

The facility's Waste Discharge Permit was replaced by a National Pollutant Elimination 
System (NPDES) permit in the 1970s. By 1974, Advance Electroplating was the primary job 
shop for Kenworth Truck Manufacturing. Rinse water and paint stripper tanks were allowed 
to overflow to the storm sewer system at this time. 

A number of wastewater treatment systems were installed at the site in 1976. These 
included Culligan Company ion exchange systems used on: 

• Second rinses from the chrome plating, zinc plating, and bichromate bright dip 
tanks, 

• A cyanide destruction unit where cyanide was reportedly destroyed by 
chlorination, and the sludge filtered, dried and ultimately diluted and released 
with the total plant effluent, and 

• Copper and chromium precipitation followed by settling for sludge removal. 

Three underground settling tanks and several "flat bed filters" for sludge filtering and drying 
were also installed at the site. In addition, the facility eliminated its cadmium plating 
operation in 1976. 

Ecology NPDES sampling activities in 1976, 1977, 1978, and 1981 identified discharges of 
lead, chromium, cadmium, copper, nickel, zinc, cyanide, and pH in violation of permitted 
limits. 

In 1977, two Advance Electroplating employees reported the company had been burying 
drums of sludges along the western edge of the property for approximately 6 to 8 months. 
Additionally, these employees reported hazardous wastes were mixed with sawdust and 
placed into a dumpster for disposal. The employees were on strike and locked out of the 
facility at the time of the report It is not known whether the report was confirmed. 

In 1978, Advance Electroplating officials requested Ecology allow the disposal of sludges 
from their zinc plating operations in a landfill adjacent to a nearby cement plant. It is not 
known whether these activities occurred. 
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In the late 1970s, Advance Electroplating began negotiations with Metro to allow hook-up 
to the sanitaiy sewer system. Metro conducted sampling of their effluent discharge to the 
storm sewer system and found elevated concentrations of nickel, zinc, and copper (above 
NPDES permit limitations), and pH levels as low as 4.1. However, an Industrial Waste 
Discharge Permit was issued by Metro in 1981 and the company was connected to the 
sanitaiy sewer system. The company's NPDES permit was canceled in 1982. 

Advance Electroplating submitted two Notification of Dangerous Waste Activity forms in 
1982. The company listed 7,200 pounds of electroplating sludge, 1,540 pounds of spent 
methylene chloride, 400 pounds of sludge from electroplating wastewater treatment 
activities, and 80 pounds of sludge from trichloroethane recovery as wastes to be generated 
annually by the facility. In 1983, the company generated 14,500 pounds of dewatered 
electroplating sludges. 

Metro sampling of the industrial waste discharge from Advance Electroplating in 1982 
through 1984 identified concentrations of lead, chromium, copper, nickel, and zinc above 
permitted discharge limits. In 1984, the company failed to notify Metro of a hazardous spill 
to the sewer system, and was assessed an $800 penalty by Metro. 

A 1984 Metro inspection of the facility identified an outdoor storage and processing area 
in an unpaved section of the site. Tanks and containers identified in this area included 
trichloroethane and fuel storage tanks, chromium and sludge boil down tanks, caustic 
cleaning tanks, and assorted drums. Processing and effluent transfer lines were also situated 
in the area. A number of these lines may have been buried. In addition, a number of floor 
sumps were located in the area. The sumps were subject to rainwater intrusion. Inside the 
facility, sludges were noted on the plating floor, in a trench area, and in a floor sump. 
Metro issued a compliance order to the facility as a follow-up to this inspection. 

During onsite sewer expansion activities in 1984, a strong solvent odor was noted during soil 
excavation along the west side of the new plating building. The odor was strongest at the 
3 to 4 foot depth. 

In 1985, a fire occurred in the new plating building. An estimated 6,750 gallons of chromic 
acid waste water was generated by the fire-fighting effort. This wastewater was hauled 
offsite by Georgia Pacific to an unknown destination. 

In 1985, a revised Notification of Dangerous Waste Activity form was filed by Advance 
Electroplating. The form listed 21,000 pounds of electroplating wastewater treatment 
sludge, 10,765 pounds of sludge from 1,1,1-trichloroethane recovery, and 4,500 pounds of 
spent chromium plating bath as wastes generated annually by the facility. 
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The U.S. Environmental Protection Agency (EPA) conducted a preliminary assessment of 
the Advance Electroplating site in 1985. The assessment was followed by a joint 
EPA/Ecology inspection in 1986. The annual wastes generated by the facility were found 
to include 16 drums of solid material and 100,000 pounds of sludge which were hauled to 
Arlington, Oregon by Northwest Enviroservice; 50,000 pounds of waste chromic acid 
solution, transported by Georgia Pacific to an unknown location; and 5,000 pounds of waste 
1,1,1-trichloroethane, recycled by Baron-Blakeslee. 

In 1986, Metro conducted an inspection to investigate facility compliance with their 
compliance order of 1984. The inspection revealed a batch treatment system had been 
installed at the site. In addition, the previously unpaved outdoor storage and process area 
had been paved and fenced. The six treatment tanks had also been roofed and bermed and 
a roof had been placed over the facility's empty drum storage area. 

A 1987 Ecology inspection of the site identified a number of problems at the facility, 
including: 

• A broken berm surrounding the zinc plating area, 
• Drainage from an onsite dumpster to the storm sewer system, 
• Disposal of sawdust containing an unknown chemical in the dumpster, and 
• Problems with the tracking of hazardous waste disposal activities. 

Ecology followed up the inspection with a warning letter requesting the repair of the broken 
berm, EP toxicity testing of the disposed sawdust material, and placement of a berm around 
the dumpster. These activities were completed shortly thereafter. The EP toxicity test run 
on the sawdust identified copper/nickel/zinc concentrations above 5 parts per million 
(ppm). Ecology therefore requested fish bioassay test be run on the sawdust. It is not 
known whether this test was completed. 

In 1988, electroplating wastewater treatment sludges generated by Advance Electroplating 
were recycled by the World Resources Company of McLean, Virginia. 

In 1989, the company again submitted a revised Notification of Dangerous Waste Activity 
form. Hazardous wastes annually generated by the facility were listed as including 4,000 
pounds of 1,1,1-trichloroethane and 32,000 pounds of electroplating wastewater treatment 
sludges. In 1989, Metro issued an informal compliance schedule against Advance 
Electroplating for exceeding permitted copper and nickel discharge limitations. 

Previous sampling results collected at the facility are shown in Appendix F. 
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3. PROJECT OBJECTIVES AND SCOPE 

The specific objective of the work performed at the Advance Electroplating facility was to 
gather sufficient environmental data to enable the site to be scored by WARM. A 
subsurface soil and groundwater investigation was conducted in conjunction with three other 
SHAs in the study area to determine direction of groundwater flow and impacts to 
groundwater from the facility. 

Parametrix developed a work plan for investigating the Advance Electroplating site based 
upon Ecology's scope of work, a review of Ecology's file, a site visit, and conversations with 
Ecology. To accomplish the objectives stated in the site work plan, Parametrix performed 
the following tasks: 

• Directed the installation and development of a groundwater monitoring well 
located down-gradient from the Advance Electroplating facility. This well 
(designated as MW-01) is located near the northwest corner of South 96th 
Street and Eighth Avenue South on Advance Electroplating's property. 

• Collected four subsurface soil samples (including a duplicate) during drilling 
of the well Each sample was sent to Century Testing Laboratories of Bend, 
Oregon for analysis. 

• Collected groundwater samples from the well. The samples were also sent to 
Century Testing Laboratories for analysis. 

• Performed a geophysical survey, in conjunction with SAIC, in the vacant field 
located west of the facility. Two geophysical methods were employed: an 
electromagnetic survey and a gradiometer survey. The purpose of these 
surveys was to attempt to locate drums which were reportedly buried there 
during 1977. 

Information needed to complete the summary sheets was obtained from site visits, field 
sampling, the geophysical survey, the WARM Scoring Manual and data from regulatory 
agencies. The completed summary sheets are provided in Appendix A 

Several of the objectives stated in the original work plan could not be completed due to the 
following: 

• Two of the SHAs in the vicinity of Advance Electroplating could not be 
completed due to access difficulties, and therefore, it was not possible to 
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determine the direction of groundwater flow in the area. 

The excavation portion of the geophysical survey was not conducted due to 
contractual problems with SAICs subcontractor. It is our understanding this 
activity may be undertaken in the future. 
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5. RESULTS 

A summary of the analytical results are presented in Tables 3 and 4 and are discussed 
below. 

Soil Samples 

Volatile organic compounds (VOCs) were detected in two samples submitted with 
concentrations ranging up to 71 ug/kg (trichloroethene, MW-01-9.5). VOCs were not 
detected in samples MW-01-6.5 and MW-01-9.5-1. 

Heavy metal concentrations were detected in all samples submitted for analysis except for 
lead in MW-01-9.5. Detectable metal concentrations ranged from 0.02 mg/kg (mercury 
MW-01-9.5-1) to 504 mg/kg (zinc, MW-01-3.5). 

Cyanide concentrations ranged up to 0.462 mg/kg in shallow samples and were undetected 
in the two deep samples. The pH values decreased with depth with values ranging from 6.4 
to 5.7. 

Groundwater Samples 

Nine VOCs were detected in the groundwater sample collected from MW-01 with 
concentrations ranging up to 1500 ug/L (trichloroethene). All heavy metals analyzed for 
were detected in the groundwater sample except for mercury. Zinc was detected in the 
highest concentration in both total and dissolved analyses with concentrations of 64.6 mg/L 
and 57.1 mg/L, respectively. Cyanide was detected at a concentration of 0.053 mg/L The 
pH measurements taken in the field during purging and sampling ranged from 4.18 to 5.00. 

Geophysical Survey 

Preliminary results of the geophysical survey indicated the presence of anomalies in the 
western portion of the area ranging from 10 feet wide to 150 feet long. Subsequent 
excavation activities to determine the nature of the anomalies was canceled as discussed in 
Section 3.0, and the source of the anomalies is yet to be determined. 
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Table 1. Soil Sample Analytical Data, Advance Electroplating Facility, Seattle 

Analvte Units SamDle Number 
MW-01 MW-01 MW-01 MW-01' 

Volatile Organics' -3.5 -6.5 -9.5 -9.5-1 

Chloromethane ug/kg <10 <10 <10 <10 
Bromomethane ug/kg <10 <10 <10 <10 
Vinyl Chloride ug/kg <10 <10 <10 <10 
Chloroethane ug/kg <10 <10 <10 <10 
Methylene Chloride ug/kg <5 <5 <5 <5 
Acetone ug/kg 28 <10 <10 <10 
Carbon Disulfide ug/kg <5 <5 <5 <5 
1,1-Dichloroethene ug/kg <5 <5 <5 <5 
1,1-Dichloroethane ug/kg <5 <5 <5 <5 
1,2-Dichloroethene ug/kg <5 <5 <5 <5 
Chloroform ug/kg <5 <5 <5 <5 
1,2-Dichloroethane ug/kg <5 <5 <5 <5 
2-Butanone ug/kg <10 <10 <10 <10 
1,1,1-Trichloroethane ug/kg <5 <5 <5 <5 
Carbon Tetrachloride ug/kg <5 <5 <5 <5 
Vinyl Acetate ug/kg <10 <10 <10 <10 
Bromodichloromethane ug/kg <5 <5 <5 <5 
1,2-Dichloropropane ug/kg <5 <5 <5 <5 
Cis-l,3-Dichloropropene ug/kg <5 <5 <5 <5 
Trichloroethene ug/kg 11 <5 71 <5 
Dibromochloromethane ug/kg <5 <5 <5 <5 
1,1,2-TrIchloroethane ug/kg <5 <5 <5 <5 
Benzene ug/kg <5 <5 <5 <5 
Trans-1,3-Dichloropropene ug/kg <5 <5 <5 <5 
Bromoform ug/kg <5 <5 <5 <5 
4-Methyl-2-Pentanone ug/kg <10 <10 <10 <10 
2-Hexanone ug/kg <10 <10 <10 <10 
Tetrachloroethene ug/kg <5 <5 <5 <5 
1,1,2,2-Tetrachloroethane ug/kg <5 <5 <5 <5 
Toluene ug/kg 11 <5 <5 <5 
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Table 1. Soil Sample Analytical Data, Advance Electroplating Facility, Seattle (Continued) 

Analvte Units SamDle Number 

MW-01 MW-01 MW-01 MW-011 

-3.5 -6.5 -9.5 -9.5-1 

Chlorobenzene ug/kg <5 <5 <5 <5 
Ethylbenzene ug/kg <5 <5 <5 <5 
Styrene ug/kg <5 <5 <5 <5 
Xylenes (total) ug/kg <5 <5 <5 <5 

Metals3 

Arsenic 
Cadmium 
Chromium 
Copper 
Lead 
Mercury 
Nickel 
Zinc 

Cyanide4 

PHJ 

% Moisture* 

mg/kg 25 15.6 10.8 12.8 
mg/kg 0.50 0.40 0.90 0.30 
mg/kg 127 64.0 69.4 72.0 
mg/kg 147 14.9 11.1 13.2 
mg/kg 58.9 3.3 <0.90 7.7 
mg/kg 0.19 0.04 0.03 0.02 
mg/kg 109 43.0 88.3 53.0 
mg/kg 504 98.7 179 87.8 

mg/kg 0.363 0.462 <0.3 <0.3 

NA 6.4 5.9 5.7 5.7 
percent 17.25 13.51 14.18 13.08 

All samples were collected on May 9, 1991. 

1 Duplicate sample (with MW-01-9.5) 
2 Volatile organics analyzed by EPA Method 8240. 
3 Metals analyzed by EPA 7000 Series. 
4 Cyanide analyzed by EPA Method 9012. 
5 pH analyzed by EPA Method 150.1. 
6 Moisture analyzed by ASTM Method D-2216. 

15 



Advance Electroplating SHA 
Final Report - July 1991 

Table 2. Groundwater Sample Analytical Data, Advance Electroplating Facility, Seattle 

Analvte Units Sample Number 

Volatile Organics1 • MW-01-1 

Chloromethane ug/1 <10 
Bromomethane ug/1 <10 
Vinyl Chloride ug/1 <10 
Chloroethane ug/1 <10 
Methylene Chloride ug/1 <5 
Acetone ug/1 74 
Carbon Disulfide ug/1 <5 
1,1-Dichloroethene ug/1 35 
1,1-Dichloroethane ug/1 8 
1,2-Dichloroethene ug/1 38 
Chloroform ug/1 <5 
1,2-Dichloroethane ug/1 <5 
2-Butanone ug/1 23 
1,1,1-Trichloroethane ug/1 330 
Carbon Tetrachloride ug/1 <5 
Vinyl Acetate ug/1 <10 
Bromodichloromethane ug/1 <5 
1,2-Dichloropropane ug/1 <5 
Cis- 1,3-Dichloropropene ug/1 <5 
Trichloroethene ug/1 1500 
Dibromochloromethane ug/1 <5 
1,1,2-Trichloroethane ug/1 <5 
Benzene ug/1 <5 
Trans- 1,3-Dichloropropene ug/1 <5 
Bromoform ug/1 <5 
4-Methyl-2-Pentanone ug/1 <10 
2-Hexanone ug/1 <10 
Tetrachloroethene ug/1 300 
1,1,2,2-T etrachloroethane ug/1 <5 
Toluene ug/1 7 
Chlorobenzene ug/1 <5 
Ethylbenzene ug/1 <5 
Styrene ug/1 <5 
Xylenes (total) ug/1 <5 
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Table 2. Groundwater Sample Analytical Data, Advance Electroplating Facility, Seattle 
(Continued) 

Analyte Units Sample Number 

Total Metals2 MW-01-1 

Arsenic mg/l 0.046 
Cadmium mg/l 0358 
Chromium mg/l 539 
Copper mg/l 738 
Lead mg/l 0.003 
Mercury mg/l <0.0009 
Nickel mg/l 21.1 
Zinc mg/l 64.6 

Dissolved Metals 

Arsenic mg/l 0.022 
Cadmium mg/l 0327 
Chromium mg/l 532 
Copper mg/l 6.42 
Lead mg/l 0.003 
Mercury mg/l <0.0009 
Nickel mg/l 21.6 
Zinc mg/l 57.1 

Cyanide3 mg/l 0.053 

PH NA 4.18 - 5.00 
Conductivity umhos/cm 1865 - 7720 
Temperature «F 563 - 57.0 

Volatile organics and cyanide samples were collected on May 13, 1991; total and dissolved samples 
were collected on May 14. 1991. 

1 Volatile organics analyzed by EPA Method 624/8240. 
2 Total and dissolved metals analyzed by EPA 7000 Series. 
3 Cyanide analyzed by EPA Method 9012. 
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6. DISCUSSION 

Results of the sampling program indicate the groundwater samples submitted for analysis 
contained detectable levels of volatile organic compounds, cyanide, and heavy metals. The 
volatile organic compounds include: acetone, 1,1-dichloroethene, 1,1-dichloroethane, 1,2-
dichloroethene, 2-butanone, 1,1,1-trichloroethane, trichloroethene, tetrachloroethene, and 
toluene. The metals present in the groundwater include: arsenic, cadmium, chromium, 
copper, lead, nickel, and zinc. 

Results of the soil sampling program indicated detectable levels of volatile organic 
compounds, cyanide, and heavy metals were present. The volatile organic compounds 
include: acetone, toluene, and trichloroethene. The metals detected in the soil include: 
arsenic, cadmium, chromium, copper, lead, mercury, nickel, and zinc. In general, the 
concentrations in the soil decreased with depth. 

Results of the geophysical survey indicate the presence of a large anomaly in the western 
portion of the gridded area. This anomaly is approximately 150 feet long, from 5 to 15 feet 
wide, and dog-legged in shape. The anomaly is oriented in a north-south direction and is 
located approximately 60 feet west of the chain link fence, and 50 feet north of 96th Street 
It is possible this anomaly may be the remains of a former irrigation system. According to 
Mr. Boyd Coleman of Advance Electroplating, several hollowed-out logs covered with fence 
wire were placed throughout the area for irrigation purposes. 
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Monitoring Well Field Installation Log 

PROJECT NAME AoMAUCE E.LaCTQOPUKrtUBr 
PROJECT NO 35-1738 -33 

N w-l MONITORING WELL NO.: 

LOCATION: NE I 4 NW 1.4 SEC 5_ 7 33 N R *1 6 

BBUCE WIU-4 START CARO NO : 

OR ILL CONTRACTOR TORN MATHES r , ItJtL WATER OEPTH £.«r 
DRILLER TOHAJ Do LAN TIME M37 
ORILLING METHOD Hou-ow STEM Ao&Eft. OATE 5 /13/' / 
SAMPLING METHOO: 15" «PLIT  SPOOAJ OATUM TOP OP PVC C ( h J o t r n  
OATE COMPLETED 5 /R  /RI  OATUM ELEV 

GROUNO ELEV 

Surface Completion/ 
Stick up Length: ~ Q-f 

Type of Seal: 
CEMENT 

Diameter of Boring: 

Casing Material/Schedule: 
S<H<PULE- MO PVC 

Casing Diameter: -3' 
Joint Type: T"neeAt>eo 

Annular Seal Material 
Benton ire Pen.gr.* 

Artificial Sand Pack: 
10 -3Q Coi.oe.APQ SIUCA 

Well Screen/Schedule: 
^CHgpmg MO PVC 

Well Sgreen Diameter : 

Well Screen Slot Size : o. oi ov' 
S u m p  L e n g t h  :  — 0 s 

DEPTH APPROXIMA11 
INTERVAL GEOLOGIC LOG I NOT 11' SCALEI 

« 0 

l;0 

3.0 

H.o 

IW. 0 

11 .1 '  

•  13 .0  '  

Remarks: TOP OP PVC is ser *PPRQ*I Q.R  ' g&Lou g-eoouo 
SO ft PACE 

Parametnx. Inc. 12.89 
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MEMORANDUM 

Date : May 23, 1991 
To William F. Kane, Parametrix Project Manager 
From Derral Van Winkle, SAIC Geophysicist 

Subject: Work accomplished and preliminary interpretation of results at the Advanced 
Electroplating Site. 

This memorandum discusses the geophysical survey that was completed by SAIC at the Department 
of Ecology Advanced Electroplating site and gives a preliminary interpretation of the results from 
results of the geophysical investigations. 
Introduction 
Reports indicate that drums containing unknown plating solutions may have been placed in a trench 
in the open field to the west of the Advanced Electroplating facility. The purpose of the geophysical 
surveys was to confirm or deny the presence of such a trench, and attempt to locate drum locations 
within this trench. 
Survey Overview 

Two geophysical surveys were completed at the site. A surface EM conductivity survey was 
conducted over a 70 by 210 ft (0.3 acre) grid. Figure 1 shows the gridded area. Measurements were 
collected at 10 ft comer grid points. Eight measurements were collected at each location: vertical 
and horizontal mode conductivity and in-phase measurements both parallel and perpendicular to the 
east-west survey lines. A total of 1408 measurements were collected. Collection of data in this 
manner gives the maximum coverage of the survey area, and gives an indication heterogeneous 
nature of the subsurface apparent conductivity. A magnetometer survey was conducted on a smaller 
grid within the 70 by 210 ft zone. This survey was focused using the surface EM conductivity survey 
to avoid the cultural effects of the nearby buildings and utilities as much as possible. Two readings 
were collected at each location in order to produce vertical gradient measurements which would be 
less susceptible to cultural effects. A total of 352 magnetic readings were collected. All data were 
stored within the instruments or data logging systems and downloaded to field computer. The data 
were preliminarily processed in the field to observe possible anomalous areas. 
Preliminary Results 

Four figures are included to show data results. Figures 2 through 4 show surface EM conductivity 
results while Figure 5 shows the gradiometer results. In general all three surveys show an anomalous 
area between approximately 30 to 170 ft north and 10 to 25 ft east. This anomalous pattern could be 
associated with the suspected trench in this field. The gradiometer data (Figure 5) also show a linear 
trend in this area with isolated areas where the vertical gradient of the magnetic field increases. 
These areas are concentrated around approximately 20 ft east 30 ft north, 20 ft east 70 ft north, 10 ft 
east 115 ft north, and 10 ft east 175 ft north. Figure 1 shows the interpreted anomalous area. It 
should be mentioned that these anomalies are non-unique, i.e., many combinations of materials and 
depths could cause the same pattern, so determining these anomalies as caused by drums without 
further work such as Ground Penetrating Radar or excavation in not possible. 
Summary and Recommendations 



Surface EM. conducavity and magnetometer surveys were conducted at the Advanced Electroplating 
site on May 15 and 16, 1991. Readings were conducted on a 70 by 210 ft grid. One elongated 
anomaly pattern was detected on the west side of the gridded area. Many different objects could 
have caused these variations in the earth's magnetic field, so definitive determination of these 
Md'jSJSnw by is.not Vpssible. However, something caused the anomalies 
and warrants further investigation if there is a high probability that drum burial occurred in this area. 

cc: File 
B. Morson (SAIQ 
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MEMORANDUM 

TO: 

FROM: T.J. McCann 

File 
S'.< Ik ' < )l 

w; isl lii iLjk >i i 

i )r| kinil K "i 11 
< )1 I i < )l< )-\ 

SUBJECT: STAFF EVALUATION 

Date: September 23, 1974 

APPLICANT: ADVANCE ELECTROPLATING, INC. APPLICATION NO: WA-000172-4 
9585 - 8th Avenue South 
Seattle, Washington 98108 

Activity or Production: Electroplating 

Receiving Water: Storm ditch tributary to unnamed stream tributary to the 
Duwamish River near the Hammond-Schmitt Road in South Park. 

Applicable Water Quality Standards: Class A 

Background: 

The applicant operates a metal finishing facility in an unsewered indus
trial area of unincorporated King County. Uncontaminated cooling water, boiler 
blowdown and partially treated rinse water from the plating processes are dis
charged to a storm ditch along South 96th Street. The discharge is regulated 
by a permit issued by the Water Pollution Control Commission, 

The applicant wishes to expand the electroplating facilities because it is 
the primary job shop for the rapidly expanding Kenworth Truck Manufacturing 
plant. The DOE has resisted such expansions because of the lack of sanitary 
sewer service. 

Sanitary sewer service is available to residences within the Seattle City 
limits several blocks to the north of this industrial park. The Rainer Vista 
interceptor to be constructed by Metro during 1975 will follow the West Margi
nal Way freeway to the east of this industrial park. The applicant and other 
industries have been requested to form a ULID to provide sanitary sewer service. 

Eva Iuat ion: 

The applicant should hire an engineer to design a treatment or pretreat-
ment system, depending upon the availability of sanitary sewer service prior 
to June 30, 1977, for the contaminated rinse waters. Discharges to the storm 
ditch should be capable of meeting the requirements of a bioassy using salmon 
f i ngerIi ngs. 



0 
STAFF EVALUATION -2- September 23, 1974 
ADVANCE ELECTROPLATING, INC. 

Recommendations: 

1. A NPDES permit be issued that limits the concentration of heavy metal 
cyanide, and oils with a time schedule to eliminate the discharge of 
polIutants. 

2. The applicant and other polluting industries be ordered to form a 
ULID to construct a sanitary sewer collection system. 

TJM:mk 
9-23-74 dt 
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Jtsk FORM APPROVED 

OMB NO. 49-R 0408 

/ DEPARTMENT OF THE ARMY, CORPS OF ENGINEERS 
'PLICATION FOR PERMIT TO DISCHARGE OR WORK 

SECTION I. GENERAL INFORMATION 

1. State 

UltL 
Applicatiô Nunjber (to bejsfigned b^Corjwcrf 

Type Sequence No. 

| 2. Name of applicant and title of signing official £ , S E- f pLAPf / n/~ -AV C 
P P G.'Z. i DT5.*Tl -

. } L i/*A A/C. S — 
—T7f Ort AS O  !?S*: ^ U f . i c k .  

I • — 
; 3. Mailing address of applicant 

3  • '  3 - 1  i i  1 3 i ,  

ADVANCE ELECTROPLM I ui INC. 
9585 8TH AVE SO 
SEATTLE, A 9E103 

-V A /? ma A , /t" f S L ** I CT k — — 
GS-XS X-rA O. ue , D -O 9 O (=• xx-/// t- UJ 572 ' ° ̂  f ' ̂  / Aa (V,—fx. 'J—!-ic 

NOTE TO APPLICANT: M. Ih. p.™pM« '« "« '"O '» 
before attempting to complete this form. 

Required Information ha made available to the public for inspection and copying. A separate sheet 
a. All information contained in this application will, upon request, be considered by the applicant to constitute trade secrets or corn-

entitled "Confidential Answers" must be used to set out IhTlttm number to which it applies. Con-
mercial or financial information of a confidential nature. The info m _.fjc wr jtten request of confidentiality has been made on the 
fidential treatment can be considered only for that information fo m _f a discharge be recognized as confidential or privileged 
attached sheet. However, in no event will identification of the contents and frequency ot a oiscnarge w 

information. . .. . .. ;n order to evaluate fully an application. 
b. The applicant shall furnish such supplementary information as is * entitled "Additional Information." Indicate on 
c. If additional space is needed for a complete response to any item on this form, attach a sheet ent.t.eo 

that sheet the item numbers to which answers apply. _ . . . . attached to this application include, 
d. Drawings required by items 20 and 21 should be attached th,S^P'^°a"i^t^r^a,^escribes water quality impact (see Item 22 and Item 10 

if applicable, copies of a water qualitycertif icati^r-written ̂ ^^"^^^Xmationsheel; described in "a" above. 
of Section II below), the additional information sheet(s) in c above, ana tne comm* 

Fees . „r«innmu«, be submitted with this application. An additional $50 is required for each 
If any discharge or deposit is involved, an application fee of $100 must be submitted witn tn w 
additional point of discharge or deposit. 

Signature -joned bv the principal executive officer of that corporation or by 
a. If a discharge is involved, an application submitted bV » ">rP?r reoom djrectly to such principal executive officer and who has been designated 

an official of the rank of corporate vice president or above ^ -Xmoration In the case of a partnership or a sole proprietorship, 
by the principal executive officer to make such appl.cat.on, on discussed in the pamphlet. 
the application must be signed by a general partner or the proprietor. Other «8"«ture requirement, 

b. If no discharge is involved, an application may be signed by the applicant or his authorized agent. 

Application is hereby mad. for a permit or permits to -uthorizethe pities«E •!. Z'SZZSf* mU"m'ti0n 
contained in this application, and that to the best of my knowledge andbej|ef jqflh .nformatipn̂ Ttrye, coituihw. aim brfu 

18 U.S.C. Section 1001 provides that: 

Whoever, in any matter within the juration of any department or agency of the United^ 
cover, up by any trick, scheme, or device a material tact, or makes any falsef.ned not more 
or uses any false writing or document knowing same to contain any false, fictitious or fraudulent statement or entry, sna. oe 
than $10,000 or imprisoned not more than five years, or both. . 

Signature of. 

Acronym name of applicant 
FOR CORPS OF ENGINEERS USE ONLY 

Are discharge structures 

Date received, form not complete 
Date received, form complete 

but without certificate 
Oate received, form complete 
Date of Cert./Ltr. 

ENG FORM 
-y~/ 

Major? j—J Minor?| | N/A?j~J 

Date sent to EPA, form not complete — — 
Date sent to EPA, NOAA, D/l, AEC, 
FPC in complete form 

day V 

4345 
page 1 of 3 
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'  _4_ 1L 
mo day yr 

6. Chock typo of application: 
a. Original 0 b. Reviaion • 

(57T-°t)YB- 2 -000190 
7. Number of original application 

8. Name of facility whore discharge or construction will occur. 

jQni/Atfce, B/L<*cArof>/LA.-hitJa 

9. Full mailing address of facility named in item 8 above. 

XS" <<-7'•* A-t/f ^-g>I 

S c / i - s  i  q  ?  

10. Names and mailing addresses of all adjoining property owners whose property also adjoins the waterway. 

Mm 

11. Check to indicate the nature of the proposed activity : 
a. Dredging j^j b. Construction | | c. Construction with Discharge [ | b- Discharge only 

12. If activity is temporary in nature, estimate its duration in months. 

If application is for a discharge: 

13. List intake sources 

Source 

Municipal or private water supply system 
Surface water body 
Ground water 
Other 

14. Describe water usage within the plant 

Type 

Cooling water 
Boiler Feed water ~ 
Process water 
Sanitary system* 
Other 

15. List volume of discharges or losses other than into navigable waters. 

Type 

Municipal waste treatment system 
Surface containment 
Underground disposal 
Waste Acceptance firms 
Evaporation 
Consumption 

* Indicate number employees served per day 

Estimated Volume in Million 
Gallons Per day or Fraction 

Thereof 
. 
_ t_£P» 

_ 

Estimated Volume in Million 
Gallons Per day or Fraction 

Thereof 

•fi£©a_ 
•_fl 

Estimated Volume in Million 
Gallons Per day or Fraction 
. _ r Thereof 

.tOl 

/ */ 
ENG FORM 
MAY 71 4345 

Page 2 of 3 



rv&uctures exist, or dredging, filling or other construction will occur, the 
precise location of the activity must be described. 

/ 4 Name the corporate boundaries within which the structures exist or the 
activity will occur. 

State County • 
_ 17. pT I /v/ & 

tm^YB-2-000190 
State 

16. 

b. Name of waterway at the location of the activity 

Pity er Tewn 
16. SVMt-f K Pa t-K. 

11) 
13 <?Th-rut .'U -/c> TZr 

20. Maps and sketches which show the location and character of each structure or activity, including any and all outfall devices, dispersive devices. 
and non-structural points of discharge, must be attached to this application. 1 1^* / 

fl 1 . 1_ . . ex • a a A A AO aLn • bi nxeeSor A 21 For construction or work in navigable waters for which a separate permit is sought under 33 U.S.C. 403, the character of each structure must be 
fully shown on detailed plans to be submitted with this application. Note on the drawings those structures for which separate discharge informs-
tion (Section <1 of this form) has been submitted. _ — tion (Section II of this form} has been suDmtneo. — 

22. List all approvals or denials granted by Federal, interstate. State or local agencies for any structures, construction, discharges or deposits 
described in this application. 

Type of document 

UM~."3T£i £• O >• 
Id. No. ©ate Issuing Agency 

P*p+< OP SccLoe-y 

e / v c U ^ « ^ 4  *1 

23. Check if facility existed or was lawfully under construction prior to April 3. 1970. JSL 
24. If dredging or filling will occur: tiS-

State the type of materials involved, their volume in cubic yards, and the proposed method of measurement. 

25. Describe the proposed method of instrumentation which will be used to measure the volume of any solids which may be deposited and to 
determine its effect upon the waterway. 

/V A 

26. State rates end periods of deposition described in Item 25. 

ENG FORM 
MAY 71 4345 Page 3 of 3 
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